| CLIENTE / Customer / Ciient o

| CERTIFICADO DE INSPECCION DIN 50049/ 3.1.8

EN 10204 /3.1.B
3 | Works Certificate - Certificat d'Usine IS0 10474/3.1.8 c- z>
. |
a | FECHA: Ne o 101711 | HOJA:
Dette: 01/07/2005 No. e Fage 4 ULMA FOR.A, S.COOP
B* Zubillaga, 3 - Apdo, 14
PRODUCTO FLANGES SU PEDIDO N.° DE Cartified scc. PED 9772E2 20660 ONATI (Gipuzkoa) SPAIN
Articie - Produit Your Order No. 58785-051005 of -de  10/05/2005 by TOV Rheinland Tel.: 34 - B43 780552
Voirs Cde. .2 N-*01 202 £ 02 7443 Tel: 34 - 943 761808
NORMAS APLICABLES ASME B16.5-96 E-mail: forjagforging.ulma es
Requb - Normes Applicabi MARCA DEL FABRICANTE
Markof factory . 47036
MATERIAL CORRESPONDIENTE ~ ASTMA105N-03 Margue du fabricant
Malerial Comespondent - Qualits ASME SA1C5N
MODO DE FUSION (% NACE MR-01-76/03 DEPARTAMENTO  QUALITY ASSURANCE
Stes Maidng - Elaboration de Jacier Secfion
E=Elec. Y= Oxgeno bdsico Department
PARTIDA CANTIDAD DESCRIPCION DBSERVACIONES COLADA N+ [REsiTenci | uaere vt MARAK  gsrasccnn RESILENCIA - DUREZA
ttem Quantity Description Remaris No  [T.Strongth  Yield Point ly,0ni8e | Recoetion Impact fest Herdness
Poste Quantité Dasaription Phssrvations W.Coulda  [ResistRupt | Limie Elst Lo:4d | Stiton Resilience meDk Duretd
2 Average
) il | vt ol % | % Joules prody C |hHa
17 0A08110 1.400 © WN 3 150LB S40 RF A105N NE 244A5 503| 300| 3180 64m 149
72 0A17110 120 | WN 16 1508 S/STD RF A105N NE 24875 516 | 320 3280 660 . 150
96 O0E061- 640 | LJ 2 150LBA105N NE 23204 501 300| 3020 627 148
m i _
ol COMPOSICION QUIMICA - STEEL MARKER'S - ANALYSE CHIMIQUE - Las dimensiones y le cond pericial s& hail
N°Coulde [ car } 3 ] I - Dimension and surface condition were found acoeptable
c% | si%, m%| Px| s% cre|  N%| Mo%| Nb% V% | Cu% |ceq % s b ik g e
23204 0180 | 0210| 0820 0012 | 0.028 0.060 0.100 0.020 0003 | 0001 | 0280 0.368 " Iy
24405 0180 | 0200 0840 | 0000 | 0001 0060 | 0080 0.030 0007 | 0002 | 020 | 035 e Wi
2485 0180 | 0270 0870 0020 0.004 0.110 0.080 0.020 0007 : 0003 | 0210 | 0371 Les R St
EL INSPECTOR
Works inspector - Linspecteur

| | i \ U
* [ : | | I : |
ULMAEQRYAS. COOF
() OBSERVACIONES:  N_NORMALIZED AT 900 CAND ALLOWED TO COOL iN STILL AIR % n_w gefantia a2 calidad
Remarks ualily Assurance Dept. —

Observations




