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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:
CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADC

DE ACUERDO CON NUESTHRO SISTEMA DE CALIDAD Y CCON REQUISITOS ESTABLECIDOS
EN UNG O MAS DE LOS SIGUIENTES ESTANDARES:

API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

API 600 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
API 598 - VALVE INSPECTION AND TESTING

API 595 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANS! B16 .10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANS| B16 .34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
PART. No.: 011058
{CODIGD)
DESCRIPTION: 6" FIG. 5201 F OY W8, &Pl RN k0.8
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MECHAMICAL TESTS  (PROP MECAMICAS)
CHEMICAL COMPOSITION (%) ICOMPOSICION QUIMICA) TENS | YIELD | ELG | RED|BHN
ITEM Hl;qﬂg MATERIAL c Mn P 8 Si Ni Cr Me Cu v w KPSI | KPSI | %% %
IPARTE) copay | 1asTM) CVN@| 15T | 2ND | 3RD| AVG
By ORi364 | A 216 WB| 0.9 0.90 0.031 0.015 0520 0.020 0.040 0.010 0.030 0.010 YA #6650 5.0 40
(CORRPO) |
BONRET OIKI3SE (A 216 WB| 0.19 0.890 0.029 0018 0.45 0.020 0.03 0.010 0.020 0.000 800 410 B0 4.0 140
{BONETE TAPH)
VEDGE DISK (D042 (A 2I6WB| 0.200 0.87% 0.020 0.017 0.460 0.060 0.200 0.000 0.0%m 0.010 %07 4640 8.0 4.0 140
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CERTIFIED BY: / /

QUALITY ASSURANCE
CERMFICADO POR: ASEGURAMI DE CALIDAD
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