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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

| ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

API 600 - STEEL GATE VALVES - FLANGED AND BUT-WELDING ENDS
APl 598 - VALVE INSPECTION AND TESTING

APl 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANSI B16 .34 . - VALVES - FLANGED, THREADED, AND WELDING ENDS

MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
PART. No.: '
{CODIGO)
prion: & FIS. 531 F UT W8, L TRIR o.8 :
(DESCRIPCION) CAST STEEL SIS OUECK VALVE (VALVOLA RETERCION TIPO COLUWPIO D€ ACEWD FONDIOO)
VALVE ¥ITH LOW ENRSSTON ConTROL (VALVULA SUMINISTRADA CON CONTROL. DE EXEISIONES)
[ PRESSURE TESTS | SHELL | BACK | SIDE 00 ; (FMTMS A 50 PP0'S )
(ERUEQAS DE PRESION) {CASCQ) SEAT 1 2’
vorosTatic psh| & WKk WK 3B
(HIDROSTATICA) :
PNEUMATIC (PSI
o). Bt MA
, ; MECHANICAL TESTS . (PROP MECANICAS)
CHEMICAL COMPQOSITION (%) ; , (COMPOSICION QUIMICA TENS | YIELD | ELG | RED|BHN
ITEM HW ImateriaL] - € Mn P s -8l Ni- |- Ct- | Me | -Cu | ¥ W | kpsi] kpst| %-| %
{PARTE) (COLADA}] - (ASTM) r CVN@} 1ST. | 2ND[3RD1AVG

W [dm [Az6w) oM 0w 005 0 LE 0B LD 005 LI 005 | TN 68 A0 RO
MONET OB N5 [AZIEMB| 0203 0.9% 007 0012 0.4 0.00 0% D00 00X 000 | MR 441 70 8018 |

WNE IS [0 [AZGWB| 020 08 08 0031 00N 007 0.0 DB 000 DM BE 5L 2.0 %0 1M

CERTIFGED BY:

QUALI URANCE
CERTIFtCADO POR ASEGURA E O DE CALIDAD

FAC10-21 REV.*1"




