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Estado de México C.P. 54600 (FECHA) DATE:
QUALITY ASSURANCE (ASEGURAMIENTO DE CALIDAD)
CERTIFICATE OF COMPLIANCE (CERTIFICADO DE CUMPLIMIENTO)
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:
CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES
ANSI B16.11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
APl 602 - COMPACT STEEL GATE VALES - FLANGED, THREADED, WELDING AND EXTENDED - BODY ENDS
APl 598 ~ VALVE INSPECTION AND TESTING
ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANSI B16.34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
PART. No.:
(CODIGO)
DESCRIPTION: 3/4* FIG, 950 5 UT A105: API TRIN No.3
(DESCRIPCION) roecen STEEL GATE VALVE (VALWLA COMPUERTA D ACERD FORJADD)
nessune Tests Terners Teack [SIDE oo VALVE UITH LOW ENISSION CONTROL . (VALVWRA SURINISTRADA COM CONTROL DE EMISIONES)
(PRUEBAS DE PRESION) | (CASCO) | SEAT 1 | 2 (FUGITIVAS A 50 PPN'S MAT)
HYDROSTATIC (PSI
(Hmmm() ) 270 A0 NA KA
PNEUMATIC (PSI) :
(NEUMATICA) 80 8
IWOICE 43200 ITER 04 anY 170 :
{PARTIDA} LCANTIDARY MECHANICAL TESTS  (PROP MECANICAS)
ITEM |HEAT| MATERIAL | CHEMICAL COMPOSITION (%) (COMPOSICION QUIMICA) TENS | YIELD | ELG | RED|BHN
No. c Mn P $ Si NI Cr Mo Cu v Cb N | KPSI | KPS |- % | %
{PARTE) J(COLDA}]  (ASTM) ‘ CVN@| 1ST |2ND| 3RD|AVG
B0DY M7 |A 105K 0.200 0.750 0,029 0.030 0.280 0.200 0.210 0.050 0.200 0.030 9.2 8.4 4.0 0.0 165
(CUERPD)
BOBY 37598 1A 105M 0.190 1.020 0.003 0.030 0.240 0.130 0,080 0.035 0.30 0.002 7.5 3.0 29.0 8.4 14
(CUERPD)
B0BY ST583 [A105K 0.180 1.130 0,008 0.009 0.240 0.030 0.040 0.008 0.09% 0.025 .20 5.30 3.0 6.0 14
(CUERPD)
BODY 37025 {A105 0.190 1.020 0.003 0.030 0.240 0,130 0.080 0.035 0.350 0.002 73.80 48.60 339 b IR
{CUERPD)
MDY a ALDS 0.180 0.880 0,010 0,010 0.200 0.000 O0.000 0.000 0.000 0.000 82,85 9331 a8 W1 183
{CUERPD)
BoODY 57218 [AL05H 0.1%0 0,810 0.004 0.028 0.210 0.120 0.100 0.031 0,320 9.021 70.80 42,0 .7 8.9 1%
{CUERPO}
BODY 37608 |A105M 0.200 0.930 0,004 0.009 0.330 0.08¢ 0.070 0.017 0.230 0.002 78.90 52,20 3. 89.5 143
(CUERPD)
YOKE |47 [A 100N 0.200 0.750 0.029 0.030 0.280 0,200 0.210 0.050 0.200 0.0% 9.2 78.M 4.0 4.0 185
{YUcD)
YOKE 57280 |A 105 0.160 1.140 0.013 0.012 0. . . 0.13 0.0 91.70 5510 25.3 515 14
{YueD)
TORE 31208 U.0eT 90 .50 W.8 .y I
Yvea)
YOKE 57260 A105 810 0.008 0.028 0.210 0.120 0,100 0.031 0.320 0.021 7.9 50.60 3.3 8.3 14
(YUGR)
0.85%0 0.013 0.014 0.228 0.115 0.061 0.528 0.202 0,005 W% .71 34 .1 1%
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CERTIFICADO POR: ASEGURAMIENTO DE CALIDAD
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