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V (FECHA) DATE:

QUALITY ASSURANCE (ASEGURAMIENTO DE CALIDAD)
CERTIFICATE OF COMPLIANCE (CERTIFICADO DE CUMPLIMIENTO)

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

ANSI B16.11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED

API 602 - COMPACT STEEL GATE VALES - FLANGED, THREADED, WELDING AND EXTENDED - BODY ENDS
API 598 - VALVE INSPECTION AND TESTING

ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES

ANS| B16.34 - VALVES - FLANGED, THREADED, AND WLDING ENDS

MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
PART. No.: .
copico) 01581C
DESomIPCIon, 1 1/2% FIG. 5540 § UT ALOS, W1 TAIN .8
RORGED STEEL PISTON CHECK YALVE (VALWLA RETENCION TIPO PISTON DE ACERD FORID0)

PRESSURE TESTS SHELL |BLACK| SIDE (LADO) W.VE'H“U"EISSINM (m.m mmmm IE MSIM)
(PRUEBAS DE PRESION) | (CASCO) | SEAT p | 2 (FUGLTIVAS A 50 PPH'S MAX)
HYDROSTATIC (PSI)
(HIDROSTATICA) 2970 ' A ' A 21"5
PNEUMATIC (PSI)
N CA H
(NEUMATICA) P
INOICE 54236 ITEI 5 @ ) 15 MECHANICAL TESTS  (PROR MECANICAS)
ITEM |HEAT] MATERIAL | CHEMICAL COMPOSITION (%) T ACTURA] PRIk, CAITIM -osoon cumom | TENS | YIELD] ELG | RED | BRN
No. (o] Mn P S Si Ni Cr Mo Cu \") Cb N KPSI | KPSI % %
(PARTE) |(COLADA) (ASTM) CVN@| 1ST { 2ND | 3RD | AVG
(M 105 L).ZZO 0.6% 0.012 0.010 0227 0.000 0110 0.000 0.110 0.000 nn 4.8 2.0 8.0 170
CUERPO)
A hl .20 0.750 0.020 0.008 0240 —— o= e e e 0.2 4.5 2.0 5.0 170
{YUR0) ’
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