I Industrial de Vélvulas, S.A. de C.V. .
® Av. de la Industria Lote 16 Fracc. Industrial el Trébol (NUMERO) NUMBER: m,m
. Tepotzotian, Estado de México C.P. 54600 31/01/2005

\/‘“l (FECHA) DATE:

QUALITY ASSURANCE (ASEGURAMIENTO DE CALIDAD)
CERTIFICATE OF COMPLIANCE (CERTIFICADO DE CUMPLIMIENTO)

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

ANSI B16.11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED

API 602 - COMPACT STEEL GATE VALES - FLANGED, THREADED, WELDING AND EXTENDED - BODY ENDS
API 598 - VALVE INSPECTION AND TESTING

ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES

ANSI B16.34 - VALVES - FLANGED, THREADED, AND WLDING ENDS

MSS-SP61 - PhESSURE TESTING OF STEEL VALVES

AT gy
DESCRIPTION: g2 g, 5540 SH UT AL(G, AP TRIN 0.0

‘ ) FORGED STEEL PISTON CIECK YALYE (ALVULA RETENCION TIPO PISTON UE ACERD FORUADO)

VALVE NITH LOW ENISSTON COMTROL (VALWULA SINTMISTRADA CON OONTROL OE ERISIOES)

PRESSURE TESTS | SHELL [BLACK| SIDE (LADO) J
(PRUEBAS DE PRESION) (CASCO) SEAT 1 I 2 (HBHIVAS A 50 m S m)

HYDROSTATIC (PSI
(HIDROSTATICIS) Y1 an KA il
PNEUMATIC (PSI)

(NEUMATICA) . KA I A _

INOICE 54516 ITEM a 10

(EACTURA) (PARTIDA} (CANTIDAD) MECHANICAL TESTS  (PROP MECANICAS)
ITEM |HEAT| MATERIAL | CHEMICAL COMPOSITION (%) i ¥ i " (COMPOSICION QUIMICA) | TENS |YIELD| ELG | RED | BHN

No. Cc Mn P S Si Ni Cr Mo Cu v Cb N KPSI | KPSI % %

(PARTE) |(coLADA) (ASTM) CVN@| 1ST | 2ND | 3R AVG
BODY | CAH [ A 105M 0.220 0.83% 0.012 0.010 0.227 0.090 0.10 0.000 0.110 0.000 N 4.8 2.0 8.0 10
()
YOE | CAK | A 105 0.200 0.750 0.020 0008 0.280 —— - oo Lo - 0.2 8.5 2.0 5%.0 10
{YUB0)
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