R Industrial de Valvulas, 5.2 decy.
2 Av. de la industria Lole 16 NUMBER: 1053/2004
B, ', A WA L won TH Fraca. industral E| Trébol DATE:23/08/2004
- 7 C.P. 54600 Topotzatian
Eslado de México,

QUALITY ASSURANCE
CERTIFICATE OF COMPLIANCE

WE CERTIFY THAT THE LISTED PRODUCT AND MATERIAL WAS MANUFACTURED, INSPECTED AND TESTED
ACCORDING TC OUR QUALITY ASSURANCE SYSTEM AND THE REQUIREMENTS OF THE APPLICABLE SPECIFICACTION

CERTIFICAMOS QUE LOS PRODUCTOS Y MATERIALES LISTADOS FUERON MANUFACTURADOS, INSPECCIONADOS

PROBADOS DE ACUERDO CON NUESTRO SISTEMA DE ASEGURAMIENTO DE CALIDAD Y A LOS
REQUERIMIENTOS DE LAS ESPECIFICACIONES APLICABLES

PART NBR/CODIGO: 00127F
DESCRIPTION/DESCRIPCION:  VHC 4 125 BR A 126 RS W726

04C 4620 4626 4627 4628 4602 4605 4607 4604 4619 4608 4603 4631 4629 4633
No. DE SERIE 4630 4601 4624 4632 4618 617 471247081719 4704 4703
SERIAL No.

FACTURA/INVOICE 50462 |

ESPECIFICAGION P 5 ) Mn RESISTENGIA A TENSION P.S
SPECIFICATION TENSIL STRENGHT P.§.!
ASTM A126 B 0.052 0108 33400
PRUEBA CUERPO PSI PRUEBA DISCO PSI NORMA
HYDROSTATIC SHELL TEST PSI HYDROSTATIC SEAT TEST IN PSI ESPECIFICATION
350 200 MSS SP 70

CERTIFIED BY:

7(M|Eﬁ‘fo DE CALIDAD



