SERIAL NUMBER: VOZRI 144

Fraccionamiento industrial El Trébol

<SWALWORTH

Tepotzotldn, Edo. de México, 54600.

Industrial de Vélvulas, S.A. de C.V.

DATE: 30 APR 02

APi 6D
API 600
API 598
APl 599

ANSI B16.10
ANSI| B16.34

MSS-SP61

PART. No.: 75718p

DESCRIPTION: g« £1o. 5344 F T 4CB, API TRIN Mo. 8
CAST STEEL SKING CHECK VALVE

QUALITY ASSURANCE
CERTIFICATE OF COMPLIANCE

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

- PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

- STEEL GATE VALVES - FLANGED AND BUTT-WELDING ENDS

- VALVE INSPECTION AND TESTING
- METAL PLUG VALVES - FLANGED AND WELDING ENDS

- PRESSURE TESTING OF STEEL VALVES

SPECIFICATION 83000

- FACE TO FACE AND END TO END DIMENSIONS OF VALVES
- VALVES - FLANGED, THREADED, AND WELDING ENDS

QUALITY ASSURANCE

PRESSURE TESTS | SHELL |BACK| 1ST | 2ND
_ SEAT | SIDE | SIDE
‘| wvorosTaTIC (PSH | . KL XA B
PNEUMATIC (PSI) Yi i
MECHANICAL TESTS
CHEMICAL COMPOSITION (% TENS | YIELD| ELG | RED| BHN
ITEM HEAT [material] € | Mn P ) Si | Ni | Cr | Mo | Cu | V KPSI| KPSI | % | %
No. | (AsTM) CVN@| 1ST | 2ND| 3RD|AVG
BODY 1871A012) A 214 WIB] 0.200 0.820 0.017 0.013 0,400 0.09% 0.240 0.030 0.037 0.002 73.00 43,80 28.0 S6.0 1%
BONNET-COVER | 1872A011 ] A 214 &CB) 0.210 0.810 0,015 0.014 0.410 0.080 0.120 0.030 0.039 0.00) 75.24  4.04 310 59.0 156
NEDOE-DISC- | 2140A010) & 215 WCB| 0.210 0.850 0.004 0,011 0,430 0,080 0.130 0.030 0.034 0.002 73.00 44,92 3.0 59.0 156
PLUG
CERTIFIED BY:

FAC10-21 REV. "1*




