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®  ngustrial de Vaivulas, 5.4 de C.V. (NUMERO) NUMBER: VO3IC10874
Av. de la Industria Lote 16 Fracc. industrial ef Trébo! 30714 /ms
Tepotzotién, Estado de México C.P. 54600 (FECHA) DATE:

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE

OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS

EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

APl 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 600 - STEEL GATE VALVES - FLANGED AND BUT-WELDING ENDS
APl 598 - VALVE INSPECTION AND TESTING
APl 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS
ANSI B16.10. -FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANS! B16.34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
" PART. No.:
(CODIG%) 00sT7H
DESCRIPTION: g £16, %202 F UT KCBy APT TRIN No.3
(DESCRIPCION)  rg7 STEEL GATE VALVE (VALVLA COMPUERTA DE ACERD FUKDIDO)
P —— e Py T T MAAKUFACTURED- TD MEET NACE WRO17S REQUIREMENT - (VALVULAS DE SERVICIO NACE MRO171.Y CONTROL DE)
(PRUEBAS DE PRESION) | (CASCO) | SEAT 1 2 AND LOM FUGITIVE ENISSIONS CONTROL (ERISIONES FUGITIVAS BE SOPPH ] |
HYDROSTATIC (PSI o
ool A el I TR - I I
PNEUMATIC (PSI)
(NEUMATICA) M B
, MECHANICAL TESTS (PROP MECANICAS)
_ CHEMICAL COMPOSITION (%) (COMPOSICION QUIMICA) TENS | YIELD | ELG | RED|BHN
“ITEM HEAT  [maTERIAL] € Mn P s ] Si Ni Cr Mo Cu v W. 1 kpesi] kPst . .9% | %
(PARTE) (COLADA) | (ASTM) CVN@| 1ST {2ND [ 3RD|AVG
i) 292 A2 WCE | 0,190 0,870 0,024  0.019 0.430 - 0.083 0,134 - 0.001 0,031 0.005 7868 4330 29.0 3.0 1N
{CUERPD) ’
BOWET COVER|J2817 A1 NCE ] 0,190 0,000 - 0.027 - 0.019 - D.460 - 0,045 0,023 - 0,001 -0.02¢ - 0,005 Tod3 BN . 8.0 8.0 10
{BONETE TAPA : ,
VIE‘NE DISK [Caant 27CM5 1 0.0% 0770 — {2,500 0.750 0.290 0.450 0.000 0.000 0.000 76.27  0.02 390 263.0
PLuc
{BISCD}
_CERTIFIED BY:
QUALI

CERTIFICADO POR: ASEGURA

NTO DE CALIDAD
FAC10-21 REV “1*



