;'R ® jncustrial de Vétvuias, S:A. de C.V (NUMERO) NUMBER: V03C2820
R Av. do la Industria Lote 16 Frace. Industrial el Trébol 31 m 0

V Tepotzotian, Estado de México C.P. 54600 (FECHA) DATE:

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN. ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO; FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O'MAS DE LOS SIGUIENTES ESTANDARES

AP 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

AP 600 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
APl 598 - VALVE INSPECTION AND TESTING

API 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANSI B16.34 - VALVES - FLANGED, THREADED, AND WELDING ENDS

MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
PART. No.:
(CODIGO) TP
DESCRIPTION: 1 c»
VALY, COWP. DE ACERD FUND. YALVULA SUMINISTRADA CON CONTROL DE EMISIOMES
PRESSURE TESTS | SHELL |BACK | SIDE__(LADO) FIGITIVAS 4 30 PP’ MAI
{PRUEBAS DE PRESION) {CASCQ) SEAT 1 l 2
HYDROSTATIC (PSI
: (HIDROSTATQCA() ) 50 1% k] 315
"PNEUMATIC (PSI)
(NEUMATICA) 0 2]
MECHANICAL TESTS . (PROR MECANICAS)
o CHEMICAL COMPOSITION (%) (COMPOSICION QUIMIGA TENS | YIELD | ELG | RED|BHN
. ITEM H J MATERIAL] - C Mn ] ) Si Ni cr. Mo | -Cu v Wl KPSI} KPSt % | %
| easte) ] (cOLADAI] aSTM) : CVN@| 1ST | 2ND| 3RD| AVG
C|omee e faaewcE| 0210 083 007 0013 0470 0.060 0110 0.080 Q.09 0.003 3.8 4941 3.0 30 183
Jvoeremen Boanisr hatews | 0220 0.9 0.013 0.008 DS 0080 DN 0.0 oM 0002 0.8 .2 29.0 9.0 163
< loma-pisco- fomad fa e wcBl 0.230 0.8% 0,027 0.014 0.0 0.100 0.350  0.070 0.032  0.004 8547 $5.03 2.0 4.0 15
TAPON

- CERTIFIED BY:

QUALI

“* CERTIFICADO POR: ASEGURAMIENTO DE CALIDAD EAG10.21 REV T



