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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE

OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS

EN.UNO O MAS DE LOS SIGUIENTES -ESTANDARES

APi 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 600 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
AP1 598 - VALVE INSPECTION AND TESTING
AP! 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS
ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANS!I B16 .34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
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CERTIFICADO POR: ASEGYR
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PRESSURE TESTS | SHELL | BACK | SIDE__(LADO) FUGITIVAS A 50 PPS WX
| (PRUEBAS DE PRESION) | (CASCO) | SEAT R
HYDROSTATIC (PSI
' ',P(PUDROSTAHCA() N w 5N LX)
" PNEUMATIC (PSI)
s (NEUMATIGA) 0 '
MECHANICAL TESTS  (PROP MECANICAS)
N CHEMICAL COMPOSITION (%) (COMPOSICION QUIMICA TENS | YIELD | ELG | RED|BHN
" IEM Hﬁ\ov MATERIAL] C | Mn P 3 Si Ni Cr Mo | Cu v kps!{ kPsi | % | %
(PARTE) (COtADA) | - (as™™) CVN@ 1ST | 2ND | 3RD | AVG
| coemen kit A 216 WB] 0.220 0.910 0.024 0.01v O0.40 0.027 0.026 0.003 0.047 10.004 To.81. 43,68 21,0 5B 1M
| DONETE-TAPA [3817 M2l B | 0,200 0930 0.022 0.020 0.430 0,000 0.028 0.000 0.028 0.003 72.51 4.3 29.0 S50 1%
| OmA-DISCD- | DAY92 [ A 217 CAY 0.0 1,020 O0.007 0.015 O0.830 0.043 12.940 0.018 0.036 0.002 %M .45 2.0 5.0
TP
" CERTIFIED BY:

FAC10-21 REV 1"



