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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

AP 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 600 - STEEL GATE VALVES - FLANGED AND BUT-WELDING ENDS
AP1 598 - VALVE INSPECTION AND TESTING
API 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS
ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANSI B16 .34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
PART. No.:
(CODIGO) 257HeF
DESCRIETION: 2" FIG. 5202 F UT W3, APT TRIN M. §
: VLY. CONP. BE ACERD FUND. VALVOLA SUNINISTRADA CON CONTROL DE EMISIONES
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MECHANICAL TESTS  (PROP MEGANICAS)
‘ ~ CHEMICAL COMPOSITION (%) (COMPOSICION QUIMICA) TENS | YIELD | ELG | RED|BHN
« FTEM. ] HW MATERIAL] - C Mn P s Si Ni Cr Mo } -Cu-{ "V W | KPSLI- KPSt | % | %
(PARTE) | (COLADA) |  (ASTM) CVN@| 1ST {2ND|3RD|AVG
m 3614 A6 WCB| 0.200 0.9% 0.016 0.013 0.470 p.og3 - 0019 0.002 .4 .03 2.0 .0 18
| YOETE-TAPA 3817 218 KB | 0.200 0930 0.022 0.020 0.430 0.000 0.028 0.000 0.02 0.003 7231 3 290 55.0 150
| ComA-RISCO- | DA38R | A 217 CALY O0.100 0,920 0,016 0.018 0870 0041 1280 0.017 0.037 0.001 B T 2.0 4.0 280
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