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; CERTIFICADQ POR: ASEGURA

QUALIITY ASSURANCE
NTO DE CALIDAD

V (FECHA) DATE:
QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:
CERTIFICAMOS QUE EL PRODUCTQ LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES
APi 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 600 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
API 598 - VALVE INSPECTION AND TESTING
API 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS
ANS| B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANS! B16.34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
- PART, No.;
(CODIGO) Z37HP
. ‘DESCRIPTION: g»
- , VALV, CONP, -DE ACERD FUND. UALVULA SURINISTRADA CON. CONTROL -DE-EMISIDNES
| PRESSURE TESTS | SHELL |BACK | SIDE _(tADO) FIGIHINS 1'% PPO'S X
o} -(PRUEBAS DEPRESION) | (CASCO) . | - SEAT 1 [ 2
1 HYDROSTATIC (PSI
_..PNEUMATIC (PSI)
< (NEUMATICA) ) _m_
MECHANICAL TESTS  (PROP MECANICAS)
, I CHEMICAL COMPQSITION (%) (COMPOSICION QUIMICA TENS | YIELD | ELG | RED|BHN
|- WEM- | H ;r MATERIAL] - € Mn P s si Ni Cr Mo | Cu v W | kpsi| KPSt % | %
| eante) (COLADA)} |  (ASTM) CVN@|. 1ST |2ND | 3RD | AVG
' C!ERPU JTeAS21 1A 28 WE] 0,210 0930 0.019 0.013 0,510 0110 0.130 0080 0.042 0.002 81.98 50.54 30.0 4.0 183
| BONETE-TAPA kﬁ?l M2ts B 0,150 0870 0017 0,011 - 0.410 0,020  0.040 0010 0030 Q.01 7.6 8.3 33,2 5.6 183
lOMA-DISCD- [3TIBMTA LA 216 WCB| 0,200 1000 0,025 0.007 0,510 0.130 0,220 0.060 0.03 0,002 85.35 G620 810 183
TN
' CERTIFIED BY:

FAC10-21 REV “1”




