; ; ® Industrial de Vélvulas, S.A. da C.V. (NUMERO) NUMBER: Vi3C746
Av. de'la Industria Lote 16 Fracc. Industrial el Trébol 31 (] 03

V Tepotzotian, Estado de México C.P. 54600 (FECHA) DATE:
QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:
CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES
APl 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 600 - 8TEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
API 598 - VALVE INSPECTION AND TESTING
APl 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS
ANSI B16 .10 - FACE TO FACE AND END.TO END DIMENSIONS OF VALVES
ANS| B16 .34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SPB1 - PRESSURE TESTING OF STEEL VALVES
PART. No.:
(CODIGO) ZTHP
- 'DESCRIPTION:
e o VALYV, COWP. DE ACERD FUMD, VALVULA SUSINISTRADA-CON.CONTROL DE EMISIONES
_PRESSURE TESTS | SHELL |BACK SIDE__ (tADO) FUGITIVAS 4-30 FPI'S MAI
| Pruesas DEPrRESION) | (cAsCO) | sear | 1 | 2
| HYDROSTATIC (PSI) |
hriveliollaladd B SR S [ R |1
.| .- PNEUMATIC (PSI) |
o (NEUMATICA) oy a0 |
; MECHANICAL TESTS . (PROR MECANICAS)
L o CHEMICAL COMPOSITION (%) (COMPOSICION QUIMICA TENS | YIELD | ELG | RED|BHN
ITEM HE c;r MATERIAL] € Mn Pl S ] Ni Cr Mo | -Cu v W L KPSI| KPSI | % | %
| _eammE) | coLDm ] asTM) . , CVN@| 1ST |[2ND| 3RD|AVG
| m ‘ 337!0331 A21bWCB] 0.210 0.830 0.017 0,013 0.470 0.080 0.110 0,080  0.049 0,003 80.86 49.41 0.0 5.0 183
| sonETe-Taph BAst  h2ta ucE | 0,190 0.840 0.023 0015 0.490 0.030 0.080 0.010  0.050 0.813 77.52 450 25.4 459 15
; 'W'MSCO- : SAR1 A2 BT 0.200  0.910 0,021 0,012 0.520 0.080  0.09 - 0.020 0.070 0.01 8.8 .2 a2 M 1N
| TePOR

¥

" CERTIFICADO POR:  ASEGURA

-

CERTIFIED BY:

QUALITY ASSURANCE

NTO DE CALIDAD
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