; ; ® Ingusirial de Véivulas, S.A. de C.V {(NUMERO) NUMBER: m
Ry y Av. de Ja Inciustia Lote 16 Frace. Industrial e Trébol

Tepotzotian, Estade de México C.P 54500 (FECHA) DATE:

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

| ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO QOUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE QR MORE
: OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL. PRODUCTOQ LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNQ O MAS DE LOS SIGIHENTES ESTANDARES -

API 8D - PIPELINE VALVES - GATE, PLUG, BALL AND GHECK

AP| 600 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
API 588 - VALVE INSPECTION AND TESTING

APl 598 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANSI B16.10 - FACE TO FACE AND END TQ END DIMENSIONS OF VALVES
ANSI B16 .34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MES-SPB1 - PRESSURE TESTING OF STEEL VALVES -

PAHT. No.: 012
(CODIGO)

pescriprion: & F. WFMI‘.B,APITIII&B
{DESCRI‘PGION) B\STF!EE.M'ME {VALVOLA COMPUERTA SE ACERO FURBIDO}

VALVE WETH LOW ENTSSION CONTROL (VALWLA SUMINZSTRASA CON CONTROL DE ENISIONES)
PRESSUF_!ETESTS SHELL {BACK | SIDE__1AD0) (RIGITIVAS A 50 PPR'S WX}
_{PRUEBAS DEPRESION) | (CASDO) | SEAT EEE '
HyoroSTATIC(Psh | ¥ W0 KA WK
(HIDROSTATICA}
PN(ENlE.IgﬁMﬁTT‘éCM (PSI) ) )
: : MECHANICAL TESTS  {PROR MECANICAS)
CHEMICAL COMPGSITION (%) | _ (COMPOSICION QUIMICA} TENS | YIELD | ELG | RED{BHN
 ITEM ﬁ?j MATERIAL] C | Mn P S| S | N Cr | Mo | Cu | V W KPS| kest| % | %
(PARTE] {COLADA) | - (ASTM) - - CVN@| 1ST | 2ND[3RD|AVG
ooy Woog M2I6WE | 0.20 0.920 0.0 0019 0.400 0.026 0.006 0.001 0037 0.004 5.8 4.8 2.0 5.0 18
(COERPO} | '
mm_n M2GWE | 0200 0600 0.028 0.018 0.6 0.0% 0.0 0.001 0.832 0.0M {30 4.2 7.0 R0 18
ﬁm o jarims | 0.1 0.7 0.0 0.022 0850 0000 12.200 0.005 0.058 0.002 190.92 6.31 2.0 ¥.0 %0
sy
CERTIFIED BY:

URANCE

Q .
CEHTIF!CADO POR: ASEGU MIENTO DE CALIDAD EAG10.21 REV.H"




