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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

| ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFIGAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD ¥ CON REQUISITOS ESTABLECIDOS
EN UNQ O MAS DE LOS SIGUIENTES ESTANDARES

APl 8D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

APl 800 - STEEL GATE VALVES - FLANGED AND BUT-WELDING ENDS
AP| 598 - VALVE INSPECTION AND TESTING

API 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANSI B16 34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
o MSS-SPB1 - PRESSURE TESTING OF STEEL VALVES
PART. No.: m
(CODIGD)
{DESCRIPCION) (AST STEEL GATE VALVE {VALVULA OOWPUERTA DE ACERO FMDIOO0)

VALVE WITH LOW ENTSSION CONTROL  (VALWLA SURTNTSTRABA CON CONTROC DE ERISIONES)
PRESSURE TESTS | SHELL | BACK | SIDE (Lan0) (FUBLTIVAS & 50 PPR'S MR}
{PALEBAS DE PREON) | (CASCO) | SEAT { ¢+ | 2 '
HyorosTATic P | & ®0 KK XX
HIDROSTATICA)
’“52?&3.&% (PS) 0
‘ ) MECHAMNICAL TESTS  (PROR MEGANICAS)
: CHEMICAL COMPOSITION (%) _ {COMPOSICION QUIMICA) TENS | YIELD | ELG | RED|{BHN
[~ 1TEM H_gﬂ.;r MATERIAL] C | Mn P §'] s | Ni | Cr Mo | Cu | V¥ W kst KkPsil % | %
{PARTE) icoLaBay |  astm) _ . . : CVN@| 15T {2ND| 3RD | AVG
BoY DTS RZIENB | 0.1% 0.677 0.021 0.0 0485 0.0 0.0% 08513 0.0 0.004 798 8P 280 5.0 W
(CUERPO} '
MW Rasws | 0.0 0050 0.023 0015 0.3 0.0% 0.040 0.005 0.020 5.0 B4 683 3.0 510 166
%mm A7005 1 0.1 0758 0017 0.006 0.7% 0.0 12500 0.320 0.000 0.000 916 26.70 2.0 N0 26t
{BISD) |
CERTIFIED BY:
o QUAKIFTASSURANCE

CERTIFICADO POR: ASEGURAMPENTO DE CALIDAD FAG10-21 REV "17



