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: QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIEY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALLTY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNOQ O MAS DE LOS SIGUENTES ESTANDARES

APIBD - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

AP 800 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
AP 598 - VALVE INSPECTION AND TESTING

AP1 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANS| B16.10 - FACE TO FACE AND END TQO END DIMENSIONS OF VALVES
ANSI B16 .34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SPB1 - PRESSURE TESTING OF STEEL VALVES '

PART. No.; 2

{CODIGO)

pescrietion: ¥ (I8 202 F UT W8, A1 TRIA Yo.8

(DESCRIPCION) (AST STEFL GATE VALYE {VALWILA CONPOERTA 0E ACERO FADIDN)

mﬁpmmmmm {SRWWLA SUNERISTRADA OOt CONTROL DE ENISIONES)
PRESSURE TESTS | SHELL |BACK | SIDE__(LADO) (FUGTTIVAS A 50 PPR'S MAX)
_ (PRUEBAS DE'PRESION) { (CASCQ) | SEAY NEE
HYDROSTATIC (PS1) | L R 1)
(HIDROSTATICA)
PNEUMATIC (PSI
ﬁNE!JMATICA}( ) Ll i
MECHANIGAL TESTS  (FROP MECANICAS)
CHEMICAL COMPOSITION (%) {COMPOSICION QUIMICA) TENS | YIELD | ELG | RED!BHN
TTEM Hw MATERIAL] C | Mn | P 87T 5 | M | C | Me| Cu | VvV | W lkrsi|kest] % | %
{PARTE) cotabay | {ASTW) : CV| 18T | 2ND [ 3RD | AVG
i N6WE 1 000 0.80 0017 0.018 0504 000 0.0%0 0.010 0.050 oo B MK 2.0 6.0 166
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