/'q ®  Jngustrial de Vavulas, SA. da C.V. (NUMERO) NUMBER: VOMR1S3
Av. de'la industria Lote. 16 Frace. industrial el Trébol 15/0672004

\'le Tepotzotian, Estado de México C.P. 54600 (FECHA) DATE:
QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:
CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES
APl 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
APl 600 - STEEL GATE VALVES - FLANGED AND BUT-WELDING ENDS
AP[ 598 - VALVE INSPECTION AND TESTING
API 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS
ANS| B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANS! B16 .34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SPs1 - PRESSURE TESTING OF STEEL VALVES
PART. No.: 01979
‘(CODIG?))

DESCRIPTION:  3* FIE, 531 F UT W3, APT TRIN Mo.8
(DESCRIPCION)  caSy STEEL SNING CHECX VALVE (VALVULA RETENCION TIPD COLOYPID BE ACERD FUNDIDO)

v i ; , VALVE-WITH LOV ENISSION CONTROL {VALVULA SUBINISTRADA CON CONTROL DE EMISIONGS)
PRESSURE TESTS | SHELL |BACK | SIDE_(LADO) {FUGITIVAS A 30 PPI’S MAY)
‘(PRUEBAS DE PRESION) -{ (CASCQ) .| -SEAT 1 2
HYDROSTATIC(PS) | 450  ¥A WA 313
. (HIDROSTATICA)
PNEUMATIC (PSI)
o NEUMATICA) , NA N
: ; N , , . , MECHANICAL TESTS . (PROP MECANICAS)
AN CHEMICAL COMPOSITION (%) ., = (COMPOSICION QUIMICA) TENS | YIELD | ELG | RED|BHN
" ITEM HERT TmaTERIALT € | Mn P S| S | N | Cr| Me] Cu ] Vv W [ kesi]kpsi| % | %
(PARTE) | (COLADA) | - (ASTM) y ; - CVN@| 1ST | 2ND| 3RD [ AVG
1 by UL | A 216 WCB| 0.210 0.850 0.020 0.019 0.373 0.080 0,050 0.010 0.0% 0.00 7.4 0.8 260 40,0 166
(CUERPD) :
| BOWNET COVER WMI978 | A 216 WCB| 0190 0.932  0.020 0.019  0.463 0.040  0.040 0.010 0.020 0.001 .50 .03 2.0 W0 183
“| * {DONETE TAP
m DISK [ 10011 2A7CMI5] 0130 0,850 0018 0.014 090 0.350 12,420 0.220 0.000 0.000 100.05 75.90 28.0 45.0 260
| A
.| s

CERTIFIED BY:

QUAEITY MSSURANCE
IENTO DE CALIDAD

- FAC10-21 REV“1". . |



