; ; ®  ncustriat de Vavulas, SA. de GV {NUMERO} NUMBER: 3170872004
N Av, de la Industria Lote 16 Frace. Industrial el Trébat

Tepotzotlén, Estado de México C.R 54600 {FECHA) DATE:

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TQ OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD ¥ CON REQUISITOS ESTABLECIDOS
EN UNQO O MAS DE LOS SIGUIENTES ESTANDARES

AP 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

AP| 800 - STEEL GATE VALVES - FLANGED AND BUT-WELDING ENDS
APl 598 - VALVE INSPECTION AND TESTING

AP1 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANS| B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANS| B16.3¢ - VALVES - FLANGED, THREADED, AND WELDING ENDS

MES-SP&1 - PRESSURE TESTING OF STEEL VALVES
- PART. No.: g

{CODIGO)
oescrprion: = FIi SH1F 0TI, #I BN I0.8
(DESCRiPCION) CAST SIEB. NG CHECK VALVE (VALVOLA RETENCTON TIPO COLUNPIO D€ ACERO FUNDIDO}

_ _ YALVE MITH LON ENISSION CONTROL (VALWRLA SUNINTSTRADA COR CONTROL DE ENISTONES)
PRESSURE TESTS | SHELL | BACK | SIDE__ AD0) {FUGTTIVAS & 50 PPR'S MAX}
{PRUEBAS DE PRESION) | (CASCO} | SEAT IREE
woRrosTaTic (s | 8 WK BK 315 |
- (HIDROSTATICAY
PNEUMATIC {PSI
(WEUMAT!GA}( ) I
: MECHANICAL TESTS _(PROP MECANICAS)
CHEMICAL COMPOSITION (%) {COMPOSICION QUIMICA) TENS | YIELD | ELG | RED|BHN
“TYEM H';Er MATERIAL] C | Mn P s & | Ni Cr [ Mo | Cu v W ol krsi| kPsi | % | %
(PARTE) (COLADA) |  (ASTM) : CVN@| 15T { 2ND | 3RD | AVG
a A2I6WB| 0.210 o8 040 0.02 0.00 O.00 0060 0.010 0.00 0.000 HE #.1 X8 N 16
{CoEP}

Qﬂ AZGWB| 019 0.9 002 005 0.0 0.0% 0.2 0.008 0.028 0.00 BB 5.0 5.0 5.0 1%

a0t {AZ540) 0.08 0.07 0.0 040 0750 0.0 12.5% 0.00 0.000 0.00 7. M A6 WO I8
tﬂm)

' CERTIFIED BY:

QUALIDY ASSURANCE
CERTIFICADO POR: ASEGU ENTO DE CALIDAD R FAG10.21 REY "1




