I o8]
® Industrial de Véfvudas, S.4. de C.V {NUMERO] NUMEER: nm
Av, de la Industria Lote 16 Frace. Industrial el Trébof

\w, Tepotzotian, Estado de México C.P 54600 {FECHA) DATE:

\ QUALITY ASSURANCE CERTIFI.CATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO
DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

APl €00 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
APl 528 - VALVE INSPECTION AND TESTING

API 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANS! B16.34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
M388-8P61 - PRESSURE TESTING OF STEEL VALVES

PART. No.:
{CODIGO)

2 PG, SMLF W03, APT TR .8
DESCRIPCION) CAST STEL SIS DX VALY (VAWLA RETEICIN TIP0 COLIPLD B ACER0 FODITO)

VALVE NITH EON EMISSION CONTROL {UALVULA SUNENTSTRADA CON CONTROK. OF EIISIONES)
PRESSURE TESTS | SHELL | BACK | SIDE__(LADO) {FURITIVAS A 50 PPN'S MRX)
. (PRUERBAS DE PRESION) (CASCO) SEAT 1 2
HYDROSTATIC (PSI) T 17 b |
| HIDAOSTATICA) |
. PN&%&;& (PSI) i [T
MECHANICAL YESTS . {PROP MEGANICAS!
CHEMICAL COMPOSITION (%) (COMPOSICION QUIMICA} TENS | YIELD | ELG | RED|BHN
ITEM | HEAT |MaTERAL] € | Ma P &7 st | N Ct | Mo | Cu v W | krsI| KPS| % | %
{PARTE) (COLADA) | (ASTM} CVN@ 18T | 2ND | 3RD | AVQG
i 1] MUTH |AZSWME] 0.220 0.000 0.08 0.007 6480 0.028 0.7 0.081 0.041 0.00 Ny #.13 56 2.0 18
{CUERD) |
mcmm AZEWB| 0090 .50 042 0.05 0.0 0.0 0.0 0.08 0.8 0.000 nE 003 %9 5.8 18
EDISK 08 (AZ640) 0.1 0077 0.023 .4 A0 0.0 1253 0.00 0.000 0.0 .17 RN M0 B0 18
CERTIFIED BY:

. QUALLF SUHANCE
CERTIFICADO POR:  ASEGURAMIENTO DE CALIDAD EAC10-21 REY 1"



