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CERTIFICADO DE CALIDAD / QUALITY CERTIFICATE
EN 10 204 3.1.B
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BOS CONEXIONES Y TANQUES, S.A. DE C.V.

02E14693 A

ORIGIY

Valvulas Worcester de México, S.A. de C.V., certifica que el material indicado cumple con nuestras
especificaciones como se describe en nuestras hojas de especificacion, dibujos y en otra literatura. Los
productos, partes, materiales indicados aqui han sido comprados, fabricados, inspeccionados, probados de
acuerdo con estas especificaciones, a nuestro sistema de calidad ISO 9001 y ASME/ANSI B16.34-1998
inciso (7.

Vélvulas Worcester de México, S.A. de C.V., hereby certifies that the material supplied is in accordance
with our specifications as describe in our specification sheets, drawings, and other literature. The products,
parts and materials identified herein have been purchased, manufactured, inspected and tested in accordance
with these specifications, our ISO 9001 quality assurance program and ASME/ANSI B16.34-1998 part (7.
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VALVULAS WORCESTER DE MEXICO, S.A. DE C.V.
RHINO VALVES WORLDWIDE

CERTIFICADO DE CALIDAD / QUALITY CERTIFICATE
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EE87999/38

1 CUERPO / BODY ASTM B124 C37700
2 TAPA / PIPE END ASTM B124 C37700
3 VASTAGO / STEM AlSI 316
4 ESFERA / SPHERE UNI EN 12164CW614N
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1 X 0.000 | 0.004 X X 0.005 X X 59.590 | X | 0.218 | 0.000 38.090 | 2.060 | 0.033 X X X X 57 RB
2 X 0.005 | 0.004 X X 0.004 X X 58940 | X | 0.218 | 0.028 38.520 | 2.040 | 0.257 X X X X 60 RB
3| 0.060 | 1.540 | 0.150 } 0.028 | 0.030 | 16.990 | 2.080 | 10.130 X X X X X X X 92726 N/mm? | 63048 N/mm?| 46 71 |110HB
4 X X X X X X X 0.300 | 59.000 | X | 0.300 | 0.050 X 3.500 | 0.300 X X X X - X
PRUEBA HIDRAULICA DEL CUERPO X SIN FUG.,
HYDRAULIC TEST ON BODY " OK" NO LEAKAGE FOUND
PRUEBA HIDRAULICA EN ASIENTOS X SIN FUGA
HYDRAULIC TEST ON SEATS " OK" NO LEAKAGE FOUND
PRUEBA NEUMATICA EN ASIENTOS X SIN FUGA
NEUMATIC TEST ON SEATS " OK" NO LEAKAGE FOUND
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